MITCHELL EETTAFEL | DINING TABLE

MAATMOGELIJKHEDEN & SPECIFICATIES SIZE OPTIONS & SPECIFICATIONS

Dimensions in centimeter (cm)

Uitvoeringen

- Olie: naturel eiken, gerookt eiken, naturel Amerikaans noten;

- Lak: Skylt zeep look eiken, gerookt Skylt soap look eiken,
gerookt look eiken, ash grey eiken, stone grey eiken, white wash
eiken, cedar eiken, clay brown eiken, carbon eiken, coal black
eiken, Amerikaans noten.

(Kijk voor de voorbeelden bij ‘Materiaal- en kleurmogelijkheden’)

Tafelblad en onderstel

Massief Frans eiken of Amerikaans noten. Naturel versies zijn
afgewerkt met lijnolie of zeep. De gebeitste, gelakte uitvoeringen
worden eerst gebeitst met de gewenste kleur en afgewerkt met
een transparante matte lak. Het roken is een natuurlijk proces
d.m.v. ammonia, waardoor het eiken donkerder wordt van
uitstraling.

Geborsteld

Het borstelen van de tafel is mogelijk. Noesten worden opgevuld
met een tweecompartimenten hars. Het proces van borstelen
zorgt voor een sterkere tekening van de nerven van het hout.

Maatwerk
Speciale afmetingen en afwijkende kleuren en houtsoorten zijn op
aanvraag mogelijk tegen een meerprijs.

Finishes

- Oil: natural oak, smoked oak, natural American walnut;

- Lacquer: Skylt soap look oak, smoked Skylt soap look oak,
smoked look oak, ash grey oak, stone grey oak, white wash oak,
cedar oak, clay brown oak, carbon oak, coal black oak, American
walnut.

(For examples, see ‘Material and color options’)

Table top and frame

Solid French oak and solid American walnut. Natural versions are
finished with linseed oil or lacquer. The stained lacquered oak
versions are first stained with the desired color and then finished
with a transparant matt lacquer. The smoking is a natural process
which is done with ammoniac. The smoking process brings out the
natural dark brown color.

Brushed

Brushing the table is possible. Nests are filled with a two-
compartment resin. The brushing process ensures a stronger
drawing of the grain of the wood.

Custom size

Special sizes, different colors and types of wood are possible on
request at an additional cost.
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MITCHELL EETTAFEL | DINING TABLE

MAATMOGELIJKHEDEN & SPECIFICATIES SIZE OPTIONS & SPECIFICATIONS

Dimensions in centimeter (cm)

RECHTHOEK | RECTANGULAR STONE OVAAL | STONE OVAL DEENS OVAAL | DANISH OVAL

300 X120 X 76

320 X120 X 76

: { = == ; | |
BLADDIKTE 3,7 CM |
FRAME THICKNESS 3,7 CM Poot positie bij Stone oval kan op aanvraag
worden aangepast.
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	RECHTHOEK | RECTANGULAR
	184
	220 X 102 X 76
	204
	240 X 104 X 76
	224
	260 X 105 X 76
	244
	280 X 106 X 76
	264
	300 X 106 X 76
	284
	320 X 107 X 76

	STONE OVAAL  | STONE OVAL
	150
	220 X 105 X 76
	152
	170
	240 X 110 X 76
	172
	195
	260 X 115 X 76
	195
	204
	280 X 117 X 76
	205
	211
	246
	320 X 120 X 76
	249
	Poot positie bij Stone oval kan op aanvraag worden aangepast.

	300 X 119 X 76
	210

	DEENS OVAAL | DANISH OVAL
	164
	200 X 110 X 76
	184
	220 X 110 X 76
	204
	240 X 110 X 76
	224
	260 X 110 X 76
	244
	280 X 120 X 76
	264
	300 X 120 X 76
	284
	320 X 120 X 76
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